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psi 16679.37
psi 10152.66
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psi 1232823.0

psi 39160.26
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ft-Ib/in? 2.85
ft-Ib/in? 16.65
ft:Ib/in? 3.33

ft:Ib/in? 16.65
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F°613.4

F° 289.4

F° 649.4

MPa 115
MPa 70.0
MPa 50.0
MPa 40.0

% 2.4

MPa 8500

MPa 270
MPa 240
MPa 190
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C° 323
C° 143

C° 343

2.5E-5 cm/cm/°C
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4 .5E-5 cm/cm/°C
1.1E-3 cm/cm/°C

J/kg/°C 1700
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W/m/K 0.30
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S 49

1.0E+16 ohms-cm
kV/mm 23

3.20

4.0E-3
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