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VICTREX® PEEK 650GL30
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psi 13778.61
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- cm 9.00
- cm 45.0
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- % 0.80
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- % 0.30
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psi 7251.9
psi 4351.14

psi 1450380.0

psi 37709.88
psi 24656.46
psi 10877.85

psi 6526.71

psi 27557.22
psi 17404.56
psi 5076.33

ft:Ib/in2 5.71
ft-Ib/in2 33.31
ft:Ib/in2 5.71

ft-lb/in? 30.93
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F° 608.0
F° 289.4

F° 649.4

MPa 50.0
MPa 30.0
% 2.7

MPa 10000

MPa 260
MPa 170
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MPa 45.0

MPa 190
MPa 120
MPa 35.0

k)/m2 12
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k)/m2 12

kJ/m? 65

C° 320
C° 143
C° 343
1.8E-5 cm/cm/°C
2.2E-5 cm/cm/°C

4.5E-5 cm/cm/°C
1.2E-4 cm/cm/°C
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ISO 22007-4
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IEC 60093
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J/kg/°C 1700

W/m/K 0.30
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1.0E+16 ohms-cm
kV/mm 20

3.50

4.0E-3
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