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VICTREX® PEEK 90HMF20
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psi 3190836.0

psi 40610.64
psi 27557.22
psi 17404.56
psi 11603.04

psi 2900760.0

psi 58015.2
psi 42061.02

- g/cm3 1.37

- cm 18.0

- % 0.60
- % 0.0

- % 0.050
- % 0.40
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MPa 22000

MPa 280
MPa 190
MPa 120
MPa 80.0
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ISO 75-2/Ae
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ASTM D4496
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psi 26106.84 MPa 180
psi 14503.8 MPa 100
psi 39160.26 MPa 270
psi 29007.6 MPa 200
psi 13053.42 MPa 90.0

ft-Ib/in 3.57 kj/m2 7.5 o9l Charpy as o plSsuwl

ft-Ib/in? 28.55 K/M260 ol 09 Charpy as o plSuwl

ft-Ib/in2 4.52 kl/m2 9.5 o9l 120d as o as caoglio
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F° 656.6 C° 347 sl JSibs paais sles

F° 289.4 C° 143 Slaviuniv Jlaiul sloos

F° 649.4 C° 343 w9 sleo
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- 3.0E-6 cm/cm/°C
- 5.5E-6 cm/cm/°C
- 4.0E-5 cm/cm/°C
- 1.0E-4 cm/cm/°C

- J/kg/°C 1800 osus slo,S

- W/m/K 1.0 wule,S Saiilaw,
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