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Westlake PES

Westlake Plastics
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g/cm3 1.37
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ASTM D790
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ASTM D648

ASTM D696

ASTM C177
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ASTM D257
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psi 420610.2
psi 16099.22
psi 388701.84
psi 14503.8

ft-lb/in 1.59
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Fe 417.2
F° 399.2
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% 5.5
% to 100 50

MPa 2900
MPa 111
MPa 2680
MPa 100
J/m 85

Sl 09 M

C° 214
C° 204
4.9E-5 cm/cm/°C

W/m/K 0.16

1.7E+15
ohms-cm

kV/mm 15

3.50
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Floor 8, Building 2, N0.1919 Bazhigiao Road, Nangiao Town, Fengxian towol
District, Shanghai 201400, P.R.China

sales@su-jiao.com
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